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PARTICLE SIZE DISTRIBUTION TEST 
In accordance with clauses 9.2,9.3 ofBS 1377:Part 2:1990 

Borehole : BH1 Sample Ref: 11 Sample Type : B Depth (m) : 3.60 

"' to 0 "' 0 N 0 0 

"' 0 0 0 N <D "' ~ 0 0 "' 0 0 0 "' oce 0 0 0 0 N <0 <0 0 "' "' ;::' 0 r- "'"' 0 0 0 0 0 c) ci 0 ~ N M 0 N "' <Of'-

100 100 

90 90 

80 80 

70 70 

60 60 

50 50 

40 40 

30 30 

20 20 

10 10 

0 0 
0.0001 0.001 0.01 0.1 1 10 100 

Particle Size (mm) 

CLAY 
fine I medium coarse fine medium! coarse fine I medium coarse 

COBBLES 
SILT SAND GRAVEL 

BS Test Percentage Particle Percentage Soil Sieve 
Sieve (mm) Passing Diameter Passing Fraction Percentage 
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75.0 100 GRAVEL 2 63.0 100 
37.5 100 
20.0 100 

SAND 1 10.0 100 
6.30 99 
5.00 

SILT/CLAY 97 3.35 99 
2.00 98 
1.18 98 

0.600 98 Soil Description: 0.425 98 
0.300 Brown mottled grey slightly sandy slightly gravelly CLAY. 
0.212 98 
0.150 98 
0.063 97 
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GRAVEL 2 

SAND 10 

SILT/CLAY 88 

Soil Description: 

Dark grey mottled yellowish brown slightly gravelly slightly sandy 
CLAY. 
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SILT/CLAY 88 

Soil Description: 

Brown mottled grey slightly gravelly slightly sandy CLAY. 
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Borehole : BH2 

PARTICLE SIZE DISTRIBUTION TEST 
In accordance with clauses 9.2,9.3 ofBS 1377:Pmt 2:1990 
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COBBLES 26 

GRAVEL 14 

SAND 7 

SILT/CLAY 53 

Soil Description: 

Brown mottled orange and grey slightly sandy slightly gravelly CLAY 
with occasional cobbles. 

100 

90 

80 

70 

60 

50 

40 

30 

20 

10 

0 

Approved S1gnatones: D. TROWBRIDGE A. FROST F. HAMILTON L. MARTIN 

Date Compiled By 
STRUCTURAL SOILS r----.---;:----,-,f}---;,-------J---+ 

The Old School 
Stillhouse Lane 

Bedminster 
Bristol BS3 4EB 

Contract 

A303 Horton 721450 



" " N 

1-
0 
(.') 

N 
0 

f( 

5 
0 
U) 

_) 
< 
"' :::0 
f-
0 
:::0 

"' >-
U) 

0 
(/) 
Q_ 

m 
c) 
N 

~: 
__J 

0 
U) 

_) 
< 
"' :::0 
1-
0 
:::0 

"' ,_ 
(/) 

bll 
c 

"(ii 
r/l 
ro 

0.. 
il) 

bll 
ro 

+-' c 
il) 
(.) ,_ 
il) 

0.. 

Borehole : BH2 

100 

90 

80 

70 

60 

50 

40 

30 

20 

10 

0 
0.0001 

I CLAY 

BS Test 

Sieve (mm) 

125.0 
75.0 
63.0 
37.5 
20.0 
10.0 
6.30 
5.00 
3.35 
2.00 
1.18 

0.600 
0.425 
0.300 
0.212 
0.150 
0.063 

PARTICLE SIZE DISTRIBUTION TEST 
In accordance with clauses 9.2,9.3 ofBS1377:Part 2:1990 
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GRAVEL 6 

SAND 5 

SILT/CLAY 89 

Soil Description: 

Dark brown slightly sandy slightly gravelly CLAY. 
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Soil Description: 

Grey mottled black slightly sandy slightly gravelly organic SILT. 
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PARTICLE SIZE DISTRIBUTION TEST 
In accordance with clauses 9.2,9.3 ofBS1377:Part 2:1990 

Borehole : BH2 Sample Ref : 22 Sample Type : B Depth (m) : 9.20 
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BS Test Percentage Particle Percentage Soil Sieve 
Sieve (mm) Passing Diameter Passing Fraction Percentage 

125.0 100 
75.0 100 GRAVEL 0 63.0 100 
37.5 100 
20.0 100 

SAND 0 10.0 100 
6.30 100 
5.00 

SILT/CLAY 100 3.35 100 
2.00 100 
1.18 100 

0.600 100 Soil Description: 0.425 100 
0.300 Grey CLAY with occasional gypsum. 
0.212 100 
0.150 100 
0.063 100 
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GRAVEL 24 

SAND 9 

SILT/CLAY 67 

Soil Description: 

Brown mottled orange and grey slightly sandy slightly gravelly CLAY. 
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Particle Percentage Soil Sieve 
Diameter Passir1g_ Fraction Percentage 

GRAVEL 23 

SAND 18 

SILT/CLAY 59 

Soil Description: 

Orangish brown mottled grey slightly sandy slightly gravelly CLAY. 
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Borehole : BH3 
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BS Test 

Sieve (mm) 

125.0 
75.0 
63.0 
37.5 
20.0 
10.0 
6.30 
5.00 
3.35 
2.00 
1.18 

0.600 
0.425 
0.300 
0.212 
0.150 
0.063 

PARTICLE SIZE DISTRIBUTION TEST 
In accordance with clauses 9.2,9.3 ofBS 1377:Pmi 2:1990 
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I medium I coarse I fine !medium! coarse tine I medium J coarse 
COBBLES 

SILT I SAND GRAVEL 

Pmticle Percentage Soil Sieve 
Diameter Passing Fraction Percentage 

GRAVEL 24 

SAND 22 

SILT/CLAY 54 

Soil Description: 

Grey slightly sandy slightly gravelly CLAY. 
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PARTICLE SIZE DISTRIBUTION TEST 
In accordance with clauses 9.2,9.3 ofBS 1377:Part 2:1990 

Borehole : BH4 Sample Ref : 8 Sample Type : B Depth (m) : 3.20 

N (!) 0 "' 0 NO 0 
0 0 0 N (!) ;<:! ~a 0 ;'! "' 0 0 0 "' 00 0 0 0 0 N<'> (!) 0 "' "' 0 <'- "'"' 0 0 0 0 0 Oci 0 ~ "' (") 0 ;::' N (") "'"" 
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Particle Size (mm) 

CLAY 
fine I medium coarse fine medium I coarse fine I medium coarse 

COBBLES 
SILT SAND GRAVEL 

BS Test Percentage Particle Percentage Soil Sieve 
Sieve (mm) Passing Diameter Passing Fraction Percentage 

125.0 100 
75.0 100 GRAVEL 15 63.0 100 
37.5 100 
20.0 87 

SAND 9 10.0 86 
6.30 86 
5.00 

SILT/CLAY 76 3.35 85 
2.00 85 
1.18 83 

0.600 81 Soil Description: 0.425 80 
0.300 Dark grey slightly sandy slightly gravelly CLAY. 
0.212 79 
0.150 78 
0.063 76 
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PARTICLE SIZE DISTRIBUTION TEST 
In accordance with clauses 9.2,9.3 ofBS1377:Part 2:1990 

Borehole : BH4 Sample Ref : 14 Sample Type : B Depth (m) : 4. 70 
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Particle Percentage 
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GRAVEL I 
Soil Sieve 
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Sieve (mm) Passing Diameter Passing Fraction Percentage 

125.0 100 
75.0 100 
63.0 100 

GRAVEL 0 

37.5 100 
20.0 100 
10.0 100 SAND 3 

6.30 100 
5.00 
3.35 100 SILT/CLAY 97 

2.00 100 
1.18 100 

0.600 99 
0.425 99 

Soil Description: 

0.300 Dark grey mottled yellowish brown slightly sandy CLAY. 
0.212 98 
0.150 98 
0.063 97 
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Trial Pit : TP2 
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80 

PARTICLE SIZE DISTRIBUTION TEST 
In accordance with clauses 9.2,9.3 of BS 1377:Pmt 2:1990 
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Sieve (mm) 

125.0 
75.0 
63.0 
37.5 
20.0 
10.0 
6.30 
5.00 
3.35 
2.00 
1.18 

0.600 
0.425 
0.300 
0.212 
0.150 
0.063 
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Particle Size (mm) 

j medium I coarse fine I medium I coarse fine j medium I coarse 
COBBLES 

SILT SAND GRAVEL 

Particle Percentage Soil Sieve 
Diameter Passing Fraction Percentage 

GRAVEL 0 

SAND 5 

SILT/CLAY 95 

Soil Description: 

Dark grey mottled yellowish brown slightly sandy CLAY with some 
gypsum. 
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PARTICLE SIZE DISTRIBUTION TEST 
In accordance with clauses 9.2,9.3 ofBS 1377:Part 2:1990 

Trial Pit : TP3 Sample Ref : 4 Sample Type : D Depth (m) : 1.00 

N "' 0 "' 0 NO 0 
0 0 N "' ';'. ~ 0 0 ;':' 0 "' 0 0 0 "' OD 0 0 0 0 N<'J "' 0 "' "' 0 0 ['- "'"' 0 0 0 0 0 Dei 0 ~ N "' 0 N "' "'"" 
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Particle Size (mm) 

CLAY 
fine [medium coarse fine medium! coarse fine J medium coarse 

COBBLES 
SILT SAND GRAVEL 

BS Test Percentage Particle Percentage Soil Sieve 
Sieve (mm) Passing Diameter Passing Fraction Percentage 

125.0 100 
75.0 100 GRAVEL 0 63.0 100 
37.5 100 
20.0 100 

SAND 1 10.0 100 
6.30 100 
5.00 

SILT/CLAY 99 3.35 100 
2.00 100 
1.18 100 

0.600 100 Soil Description: 0.425 100 
0.300 Dark grey mottled yellowish brown slightly sandy CLAY. 
0.212 99 
0.150 99 
0.063 99 
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